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The test results meet related requirements and are acceptable.
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Test Report

R IE F Relative Temperature: 80°C

X E Relative Humidity: 55%

BE S 45 (No.): 2023RH-11 % H I (Date): _2023-11-14
s mH ORI e =t BAAT et
Item Test Basis Reference Range Unit Result .
: 1SO s X
R (RO 0.93~0.98 g/cm 0.93
R A ISO 868:2003 50~70 D 65
P R~F AL 1SO 527-2:2012 =60 % 53.4
B BB £ ISO 604:2002 +10 % +5.0
VISGESXLY: Y T Y ISO 527-2:2012 >20 MPa 23.6
e A R R AR A ISO 868:2003 >20
i (= ISO 306:2004 >120
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